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INGREDIENTS / INCI 

 

GEL POLISH SYSTEM  

GEL POLISH 001 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, PEG-9 

DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, MICA, TIN OXIDE, CI 77891, CI 77007. 

GEL POLISH 002, 003, 016, 030, 161 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, PEG-9 

DIMETHACRYLATE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA [+/-] CI 15850, CI 77891, CI 15880, CI 19140, CI 77491, CI 77492, 

CI 42090. 

GEL POLISH 004, 015, 050, 091, 092, 108, 160 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, PEG-9 

DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BHT [+/-] CI 15850, CI 77499, CI 15880, CI 77491, CI 77492,  

CI 77891, CI 73360, CI 77007, CI 45410, CI 19140, CI 42090. 

GEL POLISH 005, 007, 286 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, MICA, PEG-9 DIMETHACRYLATE [+/-] CI 15850, CI 77499, CI 15880, CI 77491, CI 77492,   

CI 77891, CI 73360, CI 77007, CI 45410, CI 19140, CI 42090. 

GEL POLISH 006, 011, 012 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE [+/-] CI 77891, CI 77007, CI 77491, CI 15850, CI 15880, CI 19140, 

CI 77266, CI 42090, CI 47005. 

GEL POLISH 008 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, CALCIUM ALUMINUM BOROSILICATE, PEG-9 DIMETHACRYLATE, BHT, TIN OXIDE [+/-]  

CI 77891, CI 77491, CI 77492, CI 73360, CI 77499. 

GEL POLISH 010 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, SYNTHETIC FLUORPHLOGOPITE, TIN OXIDE [+/-] CI 15850, 

CI 77499, CI 15880, CI 77491, CI 77492, CI 77891, CI 73360, CI 77007, CI 45410, CI 19140, CI 42090. 

GEL POLISH 013 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, CALCIUM ALUMINUM BOROSILICATE, PEG-9 DIMETHACRYLATE, BHT, TIN OXIDE [+/-] MICA, 

CI 15850, CI 77891, CI 77491, CI 77492, CI 73360, CI 77499. 

GEL POLISH 018 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, PEG-9 

DIMETHACRYLATE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA [+/-] CI 15850, CI 77891, CI 15880, CI 19140, CI 77491, CI 77492, 

CI 42090, CI 47005, CI 77499, CI 73360, CI 77007, CI 45410. 

GEL POLISH 028 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, SILICA, BHT, CI 77891, CI 15880, CI 77499, CI 42090. 

GEL POLISH 029 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, TIN OXIDE, CI 77491, CI 15880, CI 42090, CI 77891. 

GEL POLISH 037 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, PEG-9 

DIMETHACRYLATE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA [+/-] CI 15850, CI 77891, CI 19140. 

GEL POLISH 039 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, PEG-9 

DIMETHACRYLATE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA, CI 77891, CI 15850, CI 19140. 

GEL POLISH 047, 100 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, PEG-9 

DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BHT [+/-] CI 15850, CI 77499, CI 15880. 

GEL POLISH 055, 056, 114 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, POLYETHYLENE TEREPHTHALATE, ISOBORNYL METHACRYLATE, 

TRIMETHYLOLPROPANE TRIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, POLYURETHANE-33, BHT, CI 77000. 

GEL POLISH 057, 058, 060, 062, 113, 145, 149, 150, 283, 284, 285 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, 

FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE 

[+/-] CI 77891, CI 15850, CI 19140. 

GEL POLISH 059, 061 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, ISOBORNYL 

METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BENZYL ALCOHOL, 

PEG-9 DIMETHACRYLATE [+/-] CI 77891, CI 47000, CI 15850. 

GEL POLISH 075, 112 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, MICA, PEG-9 DIMETHACRYLATE [+/-] CI 77007, CI 77891, CI 42090. 

GEL POLISH 081, 125, 163 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, PEG-9 

DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, MICA, BHT [+/-] CI 77891, CI 77499, CI 77492, CI 77491, CI 77007, 

CI 42090, CI 15880, CI 73360, CI 19140. 
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GEL POLISH 094 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, SILICA, BENZYL ALCOHOL, CLAY, BIS-TRIMETHYLBENZOYL 

PHENYLPHOSPHINE OXIDE, BHT [+/-] CI 77891, CI 77499, CI 77491, CI 77492, CI 15850, CI 15880, CI 73360, CI 77007, CI 45410, CI 19140, 

CI 42090. 

GEL POLISH 109 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, 

POLYETHYLENE TEREPHTHALATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BHT, CI 77000. 

GEL POLISH 147, 148 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, PEG-9 

DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, 

BENZYL ALCOHOL, BIS-(GLYCIDOXYPHENYL) PROPANE/BISAMINOMETHYLNORBORNANE COPOLYMER, ALUMINUM HYDROXIDE [+/-]  

CI 77891, CI 47000, CI 15850. 

GEL POLISH 151 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, BENZYL 

ALCOHOL, ISOPHORONE DIAMINE, ISOPHTHALIC ACID, TROMETHAMINE COPOLYMER [+/-] CI 77891, CI 60730. 

GEL POLISH 159 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, POLYETHYLENE TERPHTHALATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, 

ISOBORNYL METHACRYLATE, PEG-9 DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, POLYURETHANE-33, BHT  

[+/-] CI 45410, CI 15850, CI 77000. 

GEL POLISH 165 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, PEG-9 

DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BENZYL ALCOHOL [+/-] CI 77891, CI 77491, CI 73360. 

GEL POLISH 196 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, SILICA, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER [+/-]  

CI 77891, CI 42090. 

GEL POLISH 197, 198, 199, 200, 201, 202, 203, 204, 205, 207, 208, 209, 211, 212, 213, 218, 219, 221, 226, 237, 242, 243, 248, 249, 251, 252, 253, 

254, 255, 263, 264, 266  

INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, HEMA, HYDROXYPROPYL METHACRYLATE, ETHYL TRIMETHYLBENZOYL 

PHENYLPHOSPHINATE, HYDROXYCYCLOHEXYL PHENYL KETONE [+/-] MICA, CI 77891, CI 15880, CI 73360, CI 77266, CI 60725, CI 19140,  

CI 74260, CI 74160. 

GEL POLISH 214 

INGREDIENTS: ACRYLATES COPOLYMER, HYDROXYPROPYL METHACRYLATE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE [+/-] CI 73360, CI 15880, CI 77891, CI 77742, CI 77491. 

GEL POLISH 222, 376, 377, 378, 379, 380, 381, 382 

INGREDIENTS: ACRYLATES COPOLYMER, 2-HYDROXYETHYL ACRYLATE, HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL PHENYL(2,4,6-

TRIMETHYLBENZOYL) PHOSPHINATE, SILICA [+/-] CI 45430, CI 77120, CI 19140, CI 77510. 

GEL POLISH 223, 224, 225, 228, 230 

INGREDIENTS: POLYURETHANE-80, HYDROXYPROPYL METHACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, HYDRATED SILICA, 

DIMETHICONE, GLASS, SILVER [+/-] CI 60725, CI 77891, CI 77491, CI 77492, CI 77510. 

GEL POLISH 231, 232, 233, 234, 245, 246, 247, 256, 257, 258, 259, 260, 261, 262 

INGREDIENTS: POLYURETHANE-57, ACRYLATES COPOLYMER, TRIETHYLENE GLYCOL DIMETHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE [+/-] CI 77891, CI 77499, CI 77492, CI 77491, CI 77288, CI 77820, CI 77510, CI 60725. 

GEL POLISH 267, 268, 269, 270 

INGREDIENTS: ACRYLATES COPOLYMER, BUMETRIZOLE, HYDROXYPROPYL METHACRYLATE, SILICA [+/-] MICA, CI 77891, CI 77491, CI 77742, 

CI 77266. 

GEL POLISH 287, 294, 295, 296, 297, 300, 306, 307, 308, 309, 311, 324, 330, 340, 341, 342, 368, 369, 370, 371, 372, 373, 374, 375, 415, 416, 417, 

418, 419, 420, 421, 422 

INGREDIENTS: ACRYLATES COPOLYMER, HYDROXYPROPYL METHACRYLATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE [+/-] MICA, CI 45380, CI 77891, CI 77491, CI 77742, CI 15985, CI 77499, CI 77000, CI 15850,  

CI 77289, CI 77492, CI 77820, CI 77510. 

GEL POLISH 301 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, POLYETHYLENE TEREPHTHALATE, 

ISOBORNYL METHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, BENZYL ALCOHOL, 

POLYURETHANE-33 [+/-] CI 15850, CI 15880, CI 73360, CI 77000. 

GEL POLISH 302, 304  

INGREDIENTS: ACRYLATES COPOLYMER, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, 

CELLULOSE ACETATE BUTYRATE, SILICA, DIMETHICONE [+/-] CI 77891, CI 45410, CI 77007, CI 15850, CI 74260, CI 77491, CI 77492, CI 19140, 

CI 77499, CI 60725, CI 77266, CI 42090, CI 77019, CI 45380, CI 77742, CI 47005, CI 77288, CI 45370. 

GEL POLISH 303 

INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, POLYETHYLENE TEREPHTHALATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, 

ISOBORNYL METHACRYLATE, CALCIUM SODIUM BOROSILICATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, ISOBUTYLPHENOXY 

EPOXY RESIN, BHT, TIN OXIDE, PEG-9 DIMETHACRYLATE [+/-] CI 77820, CI 77000, CI 15850. 

GEL POLISH 310, 312 

INGREDIENTS: ACRYLATES COPOLYMER, HYDROXYPROPYL METHACRYLATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE [+/-] CI 45380, CI 77891, CI 77491, CI 77742. 

GEL POLISH 321, 343, 344, 346, 347, 348, 349, 350, 351, 366, 367 

INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, HEMA, HYDROXYPROPYL METHACRYLATE, ETHYL TRIMETHYLBENZOYL 

PHENYLPHOSPHINATE, HYDROXYCYCLOHEXYL PHENYL KETONE [+/-] MICA, CI 77891, CI 15880, CI 73360, CI 77266, CI 60725, CI 77007,  

CI 19140, CI 74260, CI 74160. 
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GEL POLISH 323 

INGREDIENTS: ACRYLATES COPOLYMER, CYCLOHEXYL METHACRYLATE/ETHYLHEXYL METHACRYLATE COPOLYMER, ETHYLHEXYL DIMETHYL 

PABA, CI 17200. 

GEL POLISH 332, 333, 336, 337, 338, 339 

INGREDIENTS: ACRYLATES COPOLYMER, POLYMETHYL METHACRYLATE, HYDROXYPROPYL METHACRYLATE, HYDROXYCYCLOHEXYL PHENYL 

KETONE, SILICA [+/-] MICA, CI 15850, CI 77510, CI 19140, CI 77891, CI 15880, CI 42090, CI 77499, CI 77492, CI 77742, CI 77289, CI 77266. 

GEL POLISH 354, 355, 356, 357 

INGREDIENTS: POLYURETHANE-57, ACRYLATES COPOLYMER, TRIETHYLENE GLYCOL DIMETHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, SILICA [+/-] CI 77891, CI 77499, CI 77492, CI 77491, CI 77288, CI 77820, CI 77510, CI 60725. 

GEL POLISH 358, 359, 360, 361, 362, 363, 364, 365 

INGREDIENTS: POLYURETHANE-6, ACRYLATES/HYDROXYESTERS ACRYLATES COPOLYMER, HYDROXYPROPYL METHACRYLATE, ETHYL PHENYL 

(2,4,6 TRIMETHYLBENZOYL) PHOSPHINATE, MICA, SILICA DIMETHYL SILYLATE [+/-] CI 77891, CI 77491, CI 47000, CI 42090, CI 77499. 

GEL POLISH 383 

INGREDIENTS: ACRYLATES/CARBAMATE COPOLYMER, TRIETHYLENE GLYCOL DIMETHACRYLATE, ACRYLATES/HYDROXYESTERS ACRYLATES 

COPOLYMER, HYDROXYCYCLOHEXYL PHENYL KETONE, CELLULOSE ACETATE BUTYRATE, POLYMETHYL METHACRYLATE [+/-] CI 77891,  

CI 73360. 

GEL POLISH 384, 385, 386, 387, 388, 389, 390, 391 

INGREDIENTS: ACRYLATES COPOLYMER, ALLYL METHACRYLATES CROSSPOLYMER, HYDROXYCYCLOHEXYL PHENYL KETONE, SILICA 

DIMETHYL SILYLATE [+/-] CI 77891, CI 45380, CI 15850, CI 45410, CI 14700, CI 20470, CI 19140, CI 61565. 

GEL POLISH 392, 393, 394, 395, 396, 397, 398, 399, 406 

INGREDIENTS: ACRYLATES COPOLYMER, HYDROXYPROPYL METHACRYLATE, POLYURETHANE-11, POLYMETHYL METHACRYLATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, MICA [+/-] CI 77891, CI 77491, CI 15850, CI 77742, CI 77510, CI 77492, CI 77266. 

GEL POLISH 400, 401, 402, 403 

INGREDIENTS: ACRYLATES COPOLYMER, 2-HYDROXYETHYL ACRYLATE, BIS-TRIMETHYLBENZOYL PHENYLPHOSPHINE OXIDE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, SILICA [+/-] MICA, CI 45430, CI 77120, CI 19140. 

GEL POLISH 404, 405, 408 

INGREDIENTS: POLYURETHANE-80, HYDROXYPROPYL METHACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, HYDRATED SILICA, 

DIMETHICONE, POLYMETHYL METHACRYLATE, IRON POWDER, GLASS [+/-] CI 77891, CI 77492. 

GEL POLISH 407 

INGREDIENTS: ACRYLATES COPOLYMER, HYDROXYPROPYL METHACRYLATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA [+/-] MICA, CI 45380, CI 77891, CI 77491, CI 77742, CI 15985, CI 77499, CI 77000, CI 15850, 

CI 77289, CI 77492, CI 77820, CI 77510. 

GEL POLISH 409, 410, 411, 412, 413, 414 

INGREDIENTS: ACRYLATES COPOLYMER, 2-HYDROXYETHYL ACRYLATE, HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL 

PHENYLPHOSPHINATE, SILICA [+/-] CI 45430, CI 77120, CI 19140, CI 77510. 

GEL POLISH HYBRID BASE EASY REMOVAL 

INGREDIENTS: TETRAHYDROFURFURYL METHACRYLATE, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, PPG-5 METHACRYLATE, NITROCELLULOSE, 

HEMA, HYDROXYPROPYL METHACRYLATE, ACETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, HYDROXYCYCLOHEXYL PHENYL 

KETONE, ACRYLIC ACID. 

GEL POLISH TAPE BOND SOAK OFF 

INGREDIENTS: ETHYL ACETATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HEMA, P-HYDROXYANISOL, 

HYDROQUINONE. 

GEL POLISH HYBRID TOP EASY REMOVAL 

INGREDIENTS: TETRAHYDROFURFURYL METHACRYLATE, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, PPG-5 METHACRYLATE, HEMA, 

HYDROXYPROPYL METHACRYLATE, BUTYL ACETATE, ETHYL ACETATE, ACETONE, NITROCELLULOSE, ETHYL TRIMETHYLBENZOYL 

PHENYLPHOSPHINATE, PHTHALIC ANHYDRIDE, HYDROXYCYCLOHEXYL PHENYL KETONE, TRIMELLITIC ANHYDRIDE, NEOPENTYL GLYCOL, 

ISOPROPYL ALCOHOL, BIS-TRIMETHYLBENZOYL PHENYLPHOSPHINE OXIDE, STEARALKONIUM HECTORITE, ADIPIC ACID/FUMARIC ACID/ 

PHTHALIC ACID/ TRICYCLODECANE DIMETHANOL COPOLYMER, CITRIC ACID, STYRENE/ACRYLATES COPOLYMER, ACETYL TRIBUTYL 

CITRATE, PHOSPHORIC ACID, BENZOPHENONE-12. 

GEL POLISH TOP GOLD NO WIPE 

INGREDIENTS: ACRYLATES COPOLYMER, GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, 

CELLULOSE ACETATE BUTYRATE, MICA, SILICA, DIMETHICONE. 

GEL POLISH TOP MATT NO WIPE 

INGREDIENTS: ACRYLATES COPOLYMER, CELLULOSE ACETATE BUTYRATE, HEMA, SILICA, DIMETHICONE, BHT. 

GEL POLISH TOP MATT PEPPER NO WIPE 

INGREDIENTS: ACRYLATES COPOLYMER, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, 

CELLULOSE ACETATE BUTYRATE, MICA, SILICA, DIMETHICONE. 

GEL POLISH TOP MILKY / NUDE / PINK NO WIPE 

INGREDIENTS: TRIMETHYLOLPROPANE TRIMETHACRYLATE, ACRYLATES COPOLYMER, PENTAERYTHRITYL TETRAMERCAPTOPROPIONATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE, HYDROXYCYCLOHEXYL PHENYL KETONE, SILICA [+/-] CI 77891, CI 45380, CI 15850, CI 15985,  

CI 77499. 

GEL POLISH TOP MULTICOLOR / PURPLE NO WIPE 

INGREDIENTS: PPG-2 NEOPENTYL GLYCOL DIACRYLATE, ACRYLATES COPOLYMER, PENTAERYTHRITYL TETRAMERCAPTOPROPIONATE, ETHYL 

TRIMETHYLBENZOYL PHENYLPHOSPHINATE, HYDROXYCYCLOHEXYL PHENYL KETONE, SILICA [+/-] CI 77000, CI 77891, CI 77742. 

GEL POLISH TOP OH! MY GLOSS NO WIPE 

INGREDIENTS: ACRYLATES COPOLYMER, CELLULOSE ACETATE BUTYRATE, HEMA, PENTAERYTHRITOL, DIMETHICONE, BHT.  

GEL POLISH TOP UNBLUE NO WIPE 

INGREDIENTS: POLYURETHANE-57, TRIETHYLENE GLYCOL DIMETHACRYLATE, ACRYLATES COPOLYMER, HYDROXYCYCLOHEXYL PHENYL 

KETONE, BIS-TRIMETHYLBENZOYL PHENYLPHOSPHINE OXIDE. 
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JUST BASE SNOWDEN / FROZEN / ROSEN 

INGREDIENTS: POLYACRYLIC ACID, HYDROXYPROPYL METHACRYLATE, ACRYLATES COPOLYMER, HYDROXYCYCLOHEXYL PHENYL KETONE, 

ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA, MICA [+/-] CI 77891, CI 77742, CI 77007, CI 15850, CI 77491. 

 

BOTTLE GEL ONE PHASE CRYSTAL CLEAR 

INGREDIENTS: BIS-HEA POLY(1,4-BUTANEDIOL)-22/IPDI COPOLYMER, BENZYL METHACRYLATE, ETHYLENE GLYCOL DIMETHACRYLATE, 

CELLULOSE ACETATE BUTYRATE, HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, 

BIS(METHACRYLOYLOXYETHYL) PHOSPHATE. 

BOTTLE GEL ONE PHASE CANDY PINK / NAKED NUDE 

INGREDIENTS: BIS-HEA POLY(1,4-BUTANEDIOL)-22/IPDI COPOLYMER, BENZYL METHACRYLATE, ETHYLENE GLYCOL DIMETHACRYLATE, 

CELLULOSE ACETATE BUTYRATE, SILICA, HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BHT,  

PEG-9 DIMETHACRYLATE, BIS(METHACRYLOYLOXYETHYL) PHOSPHATE [+/-] CI 77891, CI 15850, CI 77491, CI 77499. 

 

MEGA FLEXIBLE SYSTEM  

MEGA BASE BEIGE / COLD PINK / LILY PINK / MILKY WHITE / NUDE / PINK 

INGREDIENTS: POLYURETHANE-57, HYDROXYPROPYL METHACRYLATE, ISOBORNYL METHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, GLYCOL HEMA-METHACRYLATE, SILICA, PEG-9 

DIMETHACRYLATE, BIS(METHACRYLOYLOXYETHYL) PHOSPHATE, HYDROQUINONE, P-HYDROXYANISOLE [+/-] CI 77266, CI 42090, CI 77510,  

CI 77742, CI 77491, CI 77492, CI 15850, CI 77891, CI 77007, CI 19140, CI 77499, CI 73360. 

MEGA BASE CLEAR 

INGREDIENTS: POLYURETHANE-57, HYDROXYPROPYL METHACRYLATE, ISOBORNYL METHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, METHYL BENZOYLFORMATE, GLYCOL HEMA-METHACRYLATE, ETHYL TRIMETHYLBENZOYL 

PHENYLPHOSPHINATE, BIS(METHACRYLOYLOXYETHYL) PHOSPHATE, METHYL BENZOATE, BENZALDEHYDE, P-HYDROXYANISOL, 

HYDROQUINONE. 

MEGA BASE BLINK PINK / SHIMMER PEACH / SHIMMER PINK 

INGREDIENTS: POLYURETHANE-57, HYDROXYPROPYL METHACRYLATE, ISOBORNYL METHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, SILICA, GLYCOL HEMA-METHACRYLATE, 

CALCIUM ALUMINUM BOROSILICATE, PEG-9 DIMETHACRYLATE, BIS(METHACRYLOYLOXYETHYL) PHOSPHATE, TIN OXIDE, P-HYDROXYANISOL, 

HYDROQUINONE [+/-] CI 77891, CI 15850, CI 77491, CI 77499, CI 73360, CI 77007. 

MEGA BASE SHIMMER PEACHPUFF 

INGREDIENTS: POLYURETHANE-57, HYDROXYPROPYL METHACRYLATE, ISOBORNYL METHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, GLYCOL HEMA-METHACRYLATE, SILICA, MICA, 

PEG-9 DIMETHACRYLATE, BIS(METHACRYLOYLOXYETHYL) PHOSPHATE, P-HYDROXYANISOL, HYDROQUINONE [+/-] CI 77891, CI 77007,  

CI 77491, CI 77499. 

 

PURE CREAMY HYBRID SYSTEM 

PURE CREAMY HYBRID COLOR 001, 002, 003, 004, 005, 006, 007, 008, 009, 010, 011, 013, 014, 015, 017, 018, 019, 020, 021, 022, 023, 024, 025, 

028, 030, 031, 032, 033, 035, 036, 037, 038, 039, 041, 042, 043, 044, 045, 048, 049, 050, 051, 052, 053, 055, 058, 059, 061, 062, 065, 066, 068, 

071, 072, 073, 074, 075, 076, 077, 078, 081, 083, 087, 088 

INGREDIENTS: ACRYLATES COPOLYMER, HEMA, CELLULOSE ACETATE BUTYRATE, ETHYL (2,4,6-TRIMETHYLBENZOYL) PHENYLPHOSPHINATE, 

SILICA, HYDROXYCYCLOHEXYL PHENYL KETONE [+/-] MICA, POLYETHYLENE, CI 77891,CI 77007, CI 15850, CI 45410, CI 77499,CI 19140,  

CI 74260, CI 51319, CI 47005, CI 77492, CI 77491, CI 60725. 

PURE CREAMY HYBRID COLOR 099, 102, 103, 104, 105, 106, 108, 114, 115, 116, 117, 123, 124, 126, 127, 129, 130, 134, 135, 136, 137, 138, 139, 

140, 143, 144, 145, 148, 149, 153, 154, 155, 156, 157, 158, 159, 160, 161, 163, 165, 169, 170, 172, 174, 175, 176, 177, 178, 179, 180, 181, 183, 

184, 186, 187, 188, 189, 193, 197, 198, 199, 200, 201, 202, 203, 204, 205, 206, 207, 208, 209, 210, 211, 214, 215, 216, 217, 218, 219, 221, 222, 

224, 225, 226, 227, 228, 229, 230, 231, 232, 233, 234, 235, 236, 242, 243, 244, 245, 246, 247, 248, 249 

INGREDIENTS: ACRYLATES COPOLYMER, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, 

CELLULOSE ACETATE BUTYRATE, SILICA, DIMETHICONE [+/-] CI 77891, CI 45410, CI 77007, CI 15850, CI 74260, CI 77491, CI 77492, CI 19140, 

CI 77499, CI 60725, CI 77266, CI 42090, CI 77019, CI 45380, CI 77742, CI 47005, CI 77288, CI 45370. 

PURE CREAMY HYBRID COLOR 237, 239, 241 

INGREDIENTS: PROPYLENE GLYCOL DIRICINOLEATE/IPDI COPOLYMER, ACRYLATES COPOLYMER, ALIPHATIC URETHANE METHACRYLATE, 

GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, CELLULOSE ACETATE BUTYRATE, SILICA, DIMETHICONE [+/-] CI 77891, CI 15850, CI 77499, 

CI 77492, CI 77007, CI 74260, CI 45370, CI 60725. 

PURE CREAMY HYBRID COLOR 250, 251, 252, 253, 254, 255, 256, 257, 258, 259, 260, 261 

INGREDIENTS: ACRYLATES COPOLYMER, GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, 

CELLULOSE ACETATE BUTYRATE, SILICA, DIMETHICONE [+/-] CI 77891, CI 45410, CI 77007, CI 15850, CI 74260, CI 77491, CI 77492, CI 19140, 

CI 77499, CI 60725, CI 77266, CI 42090, CI 77019, CI 45380, CI 77742, CI 47005, CI 77288. 

PURE CREAMY HYBRID COLOR 262, 263, 264, 265, 266, 267 

INGREDIENTS: PROPYLENE GLYCOL DIRICINOLEATE/IPDI COPOLYMER, ACRYLATES COPOLYMER, ALIPHATIC URETHANE METHACRYLATE, 

GLYCERYL ACRYLATE/ACRYLIC ACID COPOLYMER, CELLULOSE ACETATE BUTYRATE, SILICA, DIMETHICONE [+/-] CI 77891, CI 15850, CI 77499, 

CI 77492, CI 47005, CI 74260, CI 45380, CI 60725. 

PURE CREAMY HYBRID BASE 

INGREDIENTS: ACRYLATES COPOLYMER, ALIPHATIC URETHANE METHACRYLATE, POLYMETHYL METHACRYLATE, GLYCERYL 

ACRYLATE/ACRYLIC ACID COPOLYMER, SILICA, DIMETHICONE. 

PURE CREAMY HYBRID TOP 

INGREDIENTS: ACRYLATES COPOLYMER, ALIPHATIC URETHANE METHACRYLATE, POLYMETHYL METHACRYLATE, GLYCERYL 

ACRYLATE/ACRYLIC ACID COPOLYMER, SILICA, DIMETHICONE. 

PURE DUO PREP DEHYDRATOR & CLEANSER 

INGREDIENTS: ALCOHOL DENAT., ISOPROPYL ALCOHOL, AQUA. 
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IQ NAIL POLISH SYSTEM 

IQ NAIL POLISH 004 DUSTY FOG 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, CI 77891, CI 77499, 

SILICA, CI 15850, ALUMINUM HYDROXIDE, METHICONE, TRIETHOXYCAPRYLYLSILANE, CI 77491, PHOSPHORIC ACID, AQUA, TALC. 

IQ NAIL POLISH 005 LITTLE MISTERY 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, STEARALKONIUM BENTONITE, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, CI 42090, CI 77499, 

SILICA, MICA, CI 77891, CI 77510, METHICONE, PHOSPHORIC ACID, AQUA. 

IQ NAIL POLISH 006 SMOKIEST PLUM 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, SILICA, CI 15880,  

CI 77891, CI 77510, PHOSPHORIC ACID, ALUMINUM HYDROXIDE, TRIETHOXYCAPRYLYLSILANE, AQUA. 

IQ NAIL POLISH 018 DUSTY APRICOT 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, CI 77891, 

TOSYLAMIDE/EPOXY RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, 

SILICA, ALUMINUM HYDROXIDE, CI 77491, CI 77499, TRIETHOXYCAPRYLYLSILANE, CI 19140, PHOSPHORIC ACID, METHICONE, AQUA, TALC. 

IQ NAIL POLISH 020 CITY GRAFFITI 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, CI 77891, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, 

TOSYLAMIDE/EPOXY RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, 

SILICA, CI 19140 , DILAURYL THIODIPROPIONATE, ALUMINUM HYDROXIDE, TOCOPHEROL,TRIETHOXYCAPRYLYLSILANE, HELIANTHUS ANNUUS 

SEED OIL, PHOSPHORIC ACID, CI 77491, AQUA, CI 77499, METHICONE, TALC. 

IQ NAIL POLISH 021 HIGH FLIGHTS 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ISOPROPYL ALCOHOL, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC 

ANHYDRIDE COPOLYMER, ACETYL TRIBUTYL CITRATE, DIPROPYLENE GLYCOL DIBENZOATE, CI 77891, 

FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY RESIN, PHTHALIC 

ANHYDRIDE/TRIMELLITIC ANHYDRIDE/GLYCOLS COPOLYMER, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL 

COPOLYMER, STEARALKONIUM BENTONITE, SILICA, FLUORESCENT DYESTUFF, DILAURYL THIODIPROPIONATE, STEARALKONIUM HECTORITE, 

ALUMINUM HYDROXIDE, TOCOPHEROL, TRIETHOXYCAPRYLYLSILANE, HELIANTHUS ANNUUS SEED OIL, PHOSPHORIC ACID, AQUA. 

IQ NAIL POLISH 025 DELICATE FLIRTY 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, ISOPHORONE DIAMINE/ISOPHTHALIC ACID/TROMETHAMINE COPOLYMER, DIPROPYLENE GLYCOL DIBENZOATE, 

ACETYL TRIBUTYL CITRATE, CI 77891, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE 

DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, SILICA, DILAURYL THIODIPROPIONATE, CI 45410, ALUMINUM HYDROXIDE, 

TOCOPHEROL, TRIETHOXYCAPRYLYLSILANE, HELIANTHUS ANNUUS SEED OIL, CI 45350, CI 19140, PHOSPHORIC ACID, AQUA, CI 47005,  

CI 45380. 

IQ NAIL POLISH 027 PINK EXPLOSION 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ISOPROPYL ALCOHOL, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC 

ANHYDRIDE COPOLYMER, ACETYL TRIBUTYL CITRATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, DIPROPYLENE GLYCOL 

DIBENZOATE, PHTHALIC ANHYDRIDE/TRIMELLITIC ANHYDRIDE/GLYCOLS COPOLYMER, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, ADIPIC ACID/FUMARIC ACID/ TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, CI 77891, SILICA, 

FLUORESCENT DYESTUFF, DILAURYL THIODIPROPIONATE, STEARALKONIUM HECTORITE, TOCOPHEROL, HELIANTHUS ANNUUS SEED OIL, 

ALUMINUM HYDROXIDE, TRIETHOXYCAPRYLYLSILANE, PHOSPHORIC ACID, AQUA. 

IQ NAIL POLISH 029 CHARMING ROUGE 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, CI 77891, SILICA,  

CI 15850, DILAURYL THIODIPROPIONATE, TOCOPHEROL, HELIANTHUS ANNUUS SEED OIL, ALUMINUM HYDROXIDE, 

TRIETHOXYCAPRYLYLSILANE, PHOSPHORIC ACID, CI 15880, AQUA. 

IQ NAIL POLISH 030 DIM MAGENTA 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ISOPROPYL ALCOHOL, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC 

ANHYDRIDE COPOLYMER, ACETYL TRIBUTYL CITRATE, DIPROPYLENE GLYCOL DIBENZOATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE 

COPOLYMER, PHTHALIC ANHYDRIDE/TRIMELLITIC ANHYDRIDE/GLYCOLS COPOLYMER, ISOPHORONE DIAMINE/ISOPHTHALIC ACID/ 

TROMETHAMINE COPOLYMER, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE 

DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, SILICA, CI 77891, FLUORESCENT DYESTUFF, DILAURYL THIODIPROPIONATE, 

STEARALKONIUM HECTORITE, TOCOPHEROL, HELIANTHUS ANNUUS SEED OIL, CI 45410, PHOSPHORIC ACID, ALUMINUM HYDROXIDE, 

TRIETHOXYCAPRYLYLSILANE, CI 60730, AQUA. 

IQ NAIL POLISH 031 VIOLET UP 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ISOPHORONE DIAMINE/ISOPHTHALIC ACID/TROMETHAMINE 

COPOLYMER, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL 

DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY RESIN, ADIPIC ACID/FUMARIC 

ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, SILICA, DILAURYL THIODIPROPIONATE, CI 45410,  

CI 77742, CI 77891, TOCOPHEROL, HELIANTHUS ANNUUS SEED OIL, CI 60730, PHOSPHORIC ACID, ALUMINUM HYDROXIDE, 

TRIETHOXYCAPRYLYLSILANE, AQUA, CI 45350, CI 19140. 

IQ NAIL POLISH 032 NEW MOORLAND 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, ACETYL TRIBUTYL CITRATE, DIPROPYLENE GLYCOL DIBENZOATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, STEARALKONIUM BENTONITE, CI 77891, SILICA, 

DILAURYL THIODIPROPIONATE, TOCOPHEROL, CI 77499, CI 15850, HELIANTHUS ANNUUS SEED OIL, ALUMINUM HYDROXIDE, 

TRIETHOXYCAPRYLYLSILANE, PHOSPHORIC ACID, AQUA, METHICON. 
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IQ NAIL POLISH 035 SWEET LIES 

INGREDIENTS: BUTYL ACETATE, ETHYL ACETATE, NITROCELLULOSE, ADIPIC ACID/NEOPENTYL GLYCOL/TRIMELLITIC ANHYDRIDE COPOLYMER, 

ISOPROPYL ALCOHOL, DIPROPYLENE GLYCOL DIBENZOATE, ACETYL TRIBUTYL CITRATE, ACRYLATES COPOLYMER, TOSYLAMIDE/EPOXY 

RESIN, ADIPIC ACID/FUMARIC ACID/TRICYCLODECANE DIMETHANOL COPOLYMER, CI 77891, STEARALKONIUM BENTONITE, SILICA, 

DILAURYL THIODIPROPIONATE, TOCOPHEROL, CI 77499, CI 77491, ALUMINUM HYDROXIDE, HELIANTHUS ANNUUS SEED OIL, 

TRIETHOXYCAPRYLYLSILANE, PHOSPHORIC ACID, METHICONE, CI 15850, AQUA, TALC, CI 77510. 

 

NAIL ART 

ART GEL 3D UV/LED 02 CREAMY BLACK 

INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ISOPROPYLIDENEDIPHENYL 

BISOXYHYDROXYPROPYL ACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, SILICA DIMETHYL SILYLATE, ETHYL 

PHENYL(2,4,6-TRIMETHYLBENZOYL) PHOSPHINATE, ALIPHATIC URETHANE DIACRYLATE, CI 77499, PPG-3 GLYCERYL ETHER TRIACRYLATE, 

ETHYLHEXYL ACRYLATE, POLYESTER RESIN, BHT, P-HYDROXYANISOL, HYDROQUINONE, MODIFIED POLYSILOXANE, CI 74160. 

COLOR GEL UV/LED NO WIPE WHITE 01 

INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, ACRYLATED RESIN, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, PETIA/PETTA 

PENTAERYTHRITYL TRIACRYLATE, ETHYL PHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, SILICA DIMETHYL SILYLATE, ALIPHATIC URETHANE 

DIACRYLATE, PEG200 DIMETHACRYLATE, POLYESTER RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, 

ETHYLHEXYL ACRYLATE, P-HYDROXYANISOL, MODIFIED POLYSILOXANE, BIS(T-BUTYL BENZOXAZOLYL) THIOPHENE, HYDROQUINONE,  

CI 77891, CI 60725. 

COLOR GEL UV/LED NO WIPE BLACK 02 

INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, ACRYLATED RESIN, PETIA/PETTA PENTAERYTHRITYL TRIACRYLATE, PEG-4 

TRIMETHYLOLPROPANE TRIACRYLATE, ETHYL PHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC URETHANE DIACRYLATE, SILICA 

DIMETHYL SILYLATE, ETHYLHEXYL ACRYLATE, POLYESTER RESIN, P-HYDROXYANISOL, BHT, MODIFIED POLYSILOXANE, CI 77499, CI 77002,  

CI 74160, CI 19140. 

SMART WHITE ART GEL 3D UV/LED 

INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, CI 77891, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, METHYL 

BENZOYLFORMATE, GLYCERYL DIMETHACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL ACRYLATE, ETHYL PHENYL(2,4,6-

TRIMETHYLBENZOYL)PHOSPHINATE, HYDROXYCYCLOHEXYL PHENYL KETONE, SILICA DIMETHYL SILYLATE, PPG-3 GLYCERYL ETHER 

TRIACRYLATE, HEMA, ETHYLHEXYL ACRYLATE, P-HYDROXYANISOL, MODIFIED POLYSILOXANE, HYDROQUINONE, DIETHYLENE GLYCOL 

MONOMETHACRYLATE, CI 60730. 

 

BUILD GEL SYSTEM 

BUILD GEL UV/LED 01-16 

INGREDIENTS: ALIPHATIC URETHANE METHACRYLATE, PPG-3 GLYCERYL ETHER TRIACRYLATE, PPG-5 METHACRYLATE, TRIETHYLENE GLYCOL 

DIMETHACRYLATE, HYDROXYPROPYL METHACRYLATE, HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL 

PHENYLPHOSPHINATE, ETHYL METHACRYLATE, ACRYLIC ACID, BHT, HYDROQUINONE, P-HYDROXYANISOL [+/-] CI 19140, CI 15850, CI 60725, 

CI 77891, CI 77499. 

BASE BUILD GEL UV/LED 

INGREDIENTS: ALIPHATIC URETHANE METHACRYLATE, PPG-3 GLYCERYL ETHER TRIACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, 

HYDROXYPROPYL METHACRYLATE, 1,6-HEXANEDIOL DIACRYLATE, ACRYLIC ACID, PHENYLDIMETHOXYACETOPHENONE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BIS-TRIMETHYLBENZOYL PHENYLPHOSPHINE 

OXIDE, BHT, P-HYDROXYANISOL, HYDROQUINONE. 

TOP BUILD GEL UV/LED 

INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, URETHANE ACRYLATE OLIGOMER, TRIETHYLENE GLYCOL DIMETHACRYLATE, 

URETHANE ACRYLATE, TRIPROPYLENE GLYCOL DIACRYLATE, METHYL BENZOYLFORMATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, 

CELLULOSE ACETATE BUTYRATE, ETHYLHEXYL ACRYLATE, P-HYDROXYANISOL, MODIFIED POLYSILOXANE, HYDROQUINONE. 

 

ACID PRIMER 

INGREDIENTS: METHACRYLIC ACID, ETHYL ACETATE, CI 60725. 

 

MOUSSE SCULPTURE GEL 

MOUSSE SCULPTURE GEL 01-06 

INGREDIENTS: ACRYLATES COPOLYMER, TRIETHOXYCAPRYLYLSILANE, SILICA, HYDROXYCYCLOHEXYL PHENYL KETONE [+/-] CI 77891,  

CI 15850, CI 19140, CI 77266. 

 

MASTER GEL SYSTEM 

MASTER GEL MODELING NAIL GEL 01-11 

INGREDIENTS: ACRYLATES COPOLYMER, POLYMETHYL METHACRYLATE, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL 

ACRYLATE/ACRYLIC ACID COPOLYMER, SILICA, DIMETHICONE [+/-] CI 77891, CI 15850, CI 77499, CI 19140. 

MASTER GEL MODELING NAIL GEL 12-15 

INGREDIENTS: ACRYLATES COPOLYMER, POLYMETHYL METHACRYLATE, DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL 

ACRYLATE/ACRYLIC ACID COPOLYMER, SILICA, DIMETHICONE [+/-] MICA, CI 77891, CI 15850, CI 77492, CI 77007, CI 77742. 

MASTER GEL BASE 

INGREDIENTS: ACRYLATES COPOLYMER, ALIPHATIC URETHANE METHACRYLATE, POLYMETHYL METHACRYLATE, GLYCERYL 

ACRYLATE/ACRYLIC ACID COPOLYMER, SILICA, DIMETHICONE. 

MASTER GEL TOP 

INGREDIENTS: ACRYLATES COPOLYMER, ALIPHATIC URETHANE METHACRYLATE, POLYMETHYL METHACRYLATE, GLYCERYL 

ACRYLATE/ACRYLIC ACID COPOLYMER, SILICA, DIMETHICONE. 

MASTER GEL LIQUID 

INGREDIENTS: ALCOHOL DENAT., AQUA, PARFUM, BENZYL BENZOATE, CITRONELLOL, GERANIOL, HEXYL CINNAMAL, LIMONENE, LINALOOL, 

CI 42090. 
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NAIL PREP & NAIL CARE  

SALON NAIL PREP 

INGREDIENTS: ISOPROPYL ALCOHOL, ETHYL ACETATE, ISOBUTYL ACETATE. 

REMOVER SOAK OFF MANICURE 

INGREDIENTS: ACETONE, MACADAMIA TERNIFOLIA SEED OIL, PARFUM, TOCOPHERYL ACETATE, APLHA-ISOMETHYL IONONE, BENZYL 

BENZOATE, BENZYL SALICYLATE, CITRONELLOL, COUMARIN, HEXYL CINNAMAL, HYDROXYCITRONELLAL, LIMONENE, LINALOOL. 

DEHYDRATOR EXTRA ADHESION 

INGREDIENTS: ACETONE, ISOPROPYL ALCOHOL, PARFUM, BUTYL ACETATE, APLHA-ISOMETHYL IONONE,  BENZYL BENZOATE, BENZYL 

SALICYLATE, CITRONELLOL, COUMARIN, HEXYL CINNAMAL, HYDROXYCITRONELLAL, LIMONENE,  LINALOOL. 

CLEANER FINISH MANICURE 

INGREDIENTS: ALCOHOL DENAT., AQUA, PARFUM, APLHA-ISOMETHYL IONONE, BENZYL SALICYLATE, CITRONELLOL, COUMARIN, HEXYL 

CINNAMAL, HYDROXYCITRONELLAL, LIMONENE, LINALOOL. 

ACETONE EASY REMOVE 

INGREDIENTS: ACETONE, PARFUM. 
 

BOOST BASE NUDELL / ROSELL / CLEARELL 

INGREDIENTS: POLYURETHANE-57, HYDROXYPROPYL METHACRYLATE, ISOBORNYL METHACRYLATE, CELLULOSE ACETATE BUTYRATE, 

HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, GLYCOL HEMA-METHACRYLATE, SILICA,  

NYLON-66, BIS(METHACRYLOYLOXYETHYL) PHOSPHATE, TOCOPHEROL, CALCIUM PANTOTHENATE, PEG-9 DIMETHACRYLATE,  

P-HYDROXYANISOL, HYDROQUINONE [+/-] CI 15850, CI 77891, CI 60725, CI 77491, CI 77007. 
 

JELLY CUTICLE REMOVER 

INGREDIENTS: AQUA, GLYCERIN, PHENOXYETHANOL, CARBOMER, SODIUM HYDROXIDE, CAPRYLYL GLYCOL. 
 

CUTICLE AWAY 

INGREDIENTS: AQUA, GLYCERIN, ALCOHOL DENAT., CARBOMER, PHENOXYETHANOL, SODIUM HYDROXIDE, CHLORPHENESIN, PRUNUS 

AMYGDALUS DULCIS OIL, STYRENE/VP COPOLYMER, LIMONENE, BETA-PINENES, SODIUM DODOXYNOL-40 SULFATE, GAMMA-TERPINENE, 

CITRUS LIMON PEEL OIL, MYRCENE, SORBIC ACID. 
 

SALON 5 OILS COMPLEX 

INGREDIENTS: PRUNUS AMYGDALUS DULCIS OIL, PERSEA GRATISSIMA OIL, SIMMONDSIA CHINENSIS SEED OIL, PARFUM, BUTYL ACETATE, 

MACADAMIA INTEGRIFOLIA SEED OIL, ARGANIA SPINOSA KERNEL OIL, TOCOPHERYL ACETATE, CAPRYLIC/CAPRIC TRIGLYCERIDE, PISTACIA 

LENTISCUS GUM, COUMARIN, EUGENOL, CINNAMYL ALCOHOL, ASCORBYL PALMITATE, CI 47000. 
 

X-TREME HARDENER 

INGREDIENTS: ETHYL ACETATE, BUTYL ACETATE, ISOPROPYL ALCOHOL, CELLULOSE ACETATE BUTYRATE, SUCROSE BENZOATE, PHTHALIC 

ANHYDRIDE/TRIMELLITIC ANHYDRIDE /GLYCOLS COPOLYMER, CAMPHOR, ALCOHOL, ACRYLATES COPOLYMER, GLYCIDOXYPROPYL 

TRIMETHOXYSILANE, METHACRYLOYL PROPYLTRIMETHOXYSILANE, BENZOTRIAZOLYL DODECYL P-CRESOL, ACETYL METHIONINE, DIMETHYL 

OXOBENZO DIOXASILANE, AQUA, ETHYL ESTER OF HYDROLYZED SILK, METHYLTRIETHOXYSILANE,  TRIS(TETRAMETHYLHYDROXYPIPERIDINOL) 

CITRATE, MEK, MERCAPTOPROPYLTRIMETHOXYSILANE, DENATONIUM BENZOATE, CI 60725. 

 

EASY FIBER GEL SPARKLE MILKY 

INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, URETHANE ACRYLATE OLIGOMER, HYDROXYPROPYL METHACRYLATE, SILICA 

DIMETHICONE SILYLATE, TRIPROPYLENE GLYCOL DIACRYLATE, METHYL BENZOYLFORMATE, MICA, GLASS, SILICA DIMETHYL SILYLATE,  

P-HYDROXYANISOL, CI 77891. 

EASY FIBER GEL SPARKLE PINK 

INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, URETHANE ACRYLATE OLIGOMER, HYDROXYPROPYL METHACRYLATE, SILICA 

DIMETHICONE SILYLATE, TRIPROPYLENE GLYCOL DIACRYLATE, METHYL BENZOYLFORMATE, CI 77891, CI 77491, MICA, GLASS, SILICA 

DIMETHYL SILYLATE, P-HYDROXYANISOL. 

EASY FIBER GEL TRUE NATURAL 

INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, URETHANE ACRYLATE OLIGOMER, HYDROXYPROPYL METHACRYLATE, SILICA 

DIMETHICONE SILYLATE, TRIPROPYLENE GLYCOL DIACRYLATE, METHYL BENZOYLFORMATE, CI 77491, CI 77891, CI 77266, GLASS, SILICA 

DIMETHYL SILYLATE, P-HYDROXYANISOL. 

 

SOFT GEL TIPS TOP TIPS 

INGREDIENTS: ACRYLATES COPOLYMER, CELLULOSE ACETATE BUTYRATE, HEMA, PENTAERYTHRITOL, DIMETHICONE, BHT. 

SOFT GEL TIPS GEL TIPS 

INGREDIENTS: BIS-HEA POLY(1,4-BUTANEDIOL)-22/IPDI COPOLYMER, BENZYL METHACRYLATE, ETHYLENE GLYCOL DIMETHACRYLATE, 

CELLULOSE ACETATE BUTYRATE, HYDROXYCYCLOHEXYL PHENYL KETONE, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, 

BIS(METHACRYLOYLOXYETHYL) PHOSPHATE. 

SOFT GEL TIPS PRIMER TIPS 

INGREDIENTS: ETHYL ACETATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HEMA, P-HYDROXYANISOL, 

HYDROQUINONE. 

SOFT GEL TIPS PREP TIPS 

INGREDIENTS: ISOPROPYL ALCOHOL, ETHYL ACETATE, ISOBUTYL ACETATE. 

 

SENSO FOLLOW ME 

INGREDIENTS: AQUA, PARAFFINUM LIQUIDUM, CETEARYL ALCOHOL, GLYCERIN, GLYCINE SOJA OIL, PARFUM, CAPRYLIC/CAPRIC 

TRIGLYCERIDE, DIMETHICONE, ALOE BARBADENSIS LEAF JUICE, PETROLATUM, BUTYROSPERMUM PARKII BUTTER, PHENOXYETHANOL, 

CETEARETH-20, SODIUM ACRYLATES COPOLYMER, TOCOPHERYL ACETATE, XANTHAN GUM, ALLANTOIN, SODIUM BENZOATE, 

HEXAMETHYLINDANOPYRAN, ETHYLHEXYLGLYCERIN, BENZYL SALICYLATE, TETRAMETHYL ACETYLOCTAHYDRONAPHTHALENES, VANILLIN, 

LINALYL ACETATE, BHT, LIMONENE, ACETYL CEDRENE, BENZYL ALCOHOL, LINALOOL, CITRUS AURANTIUM PEEL OIL, GERANIOL, HEXYL 

CINNAMAL, HYDROXYCITRONELLAL, POGOSTEMON CABLIN OIL, DIMETHYL PHENETHYL ACETATE, PINENE, CINNAMYL ALCOHOL, 

POTASSIUM SORBATE, ALPHA-ISOMETHYL IONONE, CITRUS LIMON PEEL OIL, CITRONELLOL, ROSE KETONES, GERANYL ACETATE. 
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SENSO LOVE ME 

INGREDIENTS: AQUA, PARAFFINUM LIQUIDUM, CETEARYL ALCOHOL, GLYCERIN, GLYCINE SOJA OIL, PARFUM, CAPRYLIC/CAPRIC 

TRIGLYCERIDE, DIMETHICONE, ALOE BARBADENSIS LEAF JUICE, PETROLATUM, BUTYROSPERMUM PARKII BUTTER, PHENOXYETHANOL, 

CETEARETH-20, SODIUM ACRYLATES COPOLYMER, TOCOPHERYL ACETATE, XANTHAN GUM, ALLANTOIN, SODIUM BENZOATE, 

ETHYLHEXYLGLYCERIN, LINALOOL, HEXAMETHYLINDANOPYRAN, POGOSTEMON CABLIN OIL, LIMONENE, LINALYL ACETATE, TETRAMETHYL 

ACETYLOCTAHYDRONAPHTHALENES, BHT, HYDROXYCITRONELLAL, TRIMETHYLBENZENEPROPANOL, BENZYL SALICYLATE, CITRUS AURANTIUM 

BERGAMIA PEEL OIL, CITRONELLOL, GERANIOL, GERANYL ACETATE, CITRUS AURANTIUM PEEL OIL, CITRUS LIMON PEEL OIL, HEXYL 

CINNAMAL, COUMARIN, VANILLIN, POTASSIUM SORBATE, PINENE, BETA-CARYOPHYLLENE. 

SENSO KISS ME 

INGREDIENTS: AQUA, PARAFFINUM LIQUIDUM, CETEARYL ALCOHOL, GLYCERIN, GLYCINE SOJA OIL, PARFUM, CAPRYLIC/CAPRIC 

TRIGLYCERIDE, DIMETHICONE, ALOE BARBADENSIS LEAF JUICE, PETROLATUM, BUTYROSPERMUM PARKII BUTTER, PHENOXYETHANOL, 

CETEARETH-20, SODIUM ACRYLATES COPOLYMER, TOCOPHERYL ACETATE, XANTHAN GUM, ALLANTOIN, SODIUM BENZOATE, 

ETHYLHEXYLGLYCERIN, TETRAMETHYL ACETYLOCTAHYDRONAPHTHALENES, LINALOOL, HEXYL CINNAMAL, LINALYL ACETATE, 

HEXAMETHYLINDANOPYRAN, BENZYL SALICYLATE, LIMONENE, POGOSTEMON CABLIN OIL, CITRUS AURANTIUM PEEL OIL, BHT, ALPHA-

ISOMETHYL IONONE, CITRONELLOL, COUMARIN, PINENE, POTASSIUM SORBATE, CITRUS LIMON PEEL OIL, BETA-CARYOPHYLLENE. 

 

SENSO OIL FOLLOW ME 

INGREDIENTS: PARAFFINUM LIQUIDUM, ISOPROPYL MYRISTATE, PARFUM, SILICA DIMETHYL SILYLATE, MICA, CI 77891, CI 77491, RICINUS 

COMMUNIS SEED OIL, GLYCINE SOJA OIL, CARTHAMUS TINCTORIUS SEED OIL, LINOLEIC ACID, TOCOPHERYL ACETATE, RETINYL PALMITATE, 

PEG-8, TOCOPHEROL, ASCORBYL PALMITATE, ASCORBIC ACID, CITRIC ACID, BENZYL SALICYLATE, HEXAMETHYLINDANOPYRAN, 

TETRAMETHYL ACETYLOCTAHYDRONAPHTHALENES, LINALOOL, VANILLIN, LINALYL ACETATE, LIMONENE, BENZYL ALCOHOL, CITRUS 

AURANTIUM PEEL OIL, HEXYL CINNAMAL, HYDROXYCITRONELLAL, GERANIOL, ALPHA-ISOMETHYL IONONE, PINENE, CINNAMYL ALCOHOL, 

GERANYL ACETATE, DIMETHYL PHENETHYL ACETATE, CITRONELLOL, POGOSTEMON CABLIN OIL, ROSE KETONES, EUGENOL, BETA-

CARYOPHYLLENE, BENZYL BENZOATE. 

SENSO OIL KISS ME 

INGREDIENTS: PARAFFINUM LIQUIDUM, ISOPROPYL MYRISTATE, SILICA DIMETHYL SILYLATE, PARFUM, MICA, CI 77891, RICINUS COMMUNIS 

SEED OIL, GLYCINE SOJA OIL, CARTHAMUS TINCTORIUS SEED OIL, LINOLEIC ACID, TOCOPHERYL ACETATE, RETINYL PALMITATE, PEG-8, 

TOCOPHEROL, ASCORBYL PALMITATE, ASCORBIC ACID, CITRIC ACID, TIN OXIDE, HEXYL CINNAMAL, LINALYL ACETATE, LINALOOL, BENZYL 

SALICYLATE, TETRAMETHYL ACETYLOCTAHYDRONAPHTHALENES, HEXAMETHYLINDANOPYRAN, VANILLIN, LIMONENE, CITRUS AURANTIUM 

PEEL OIL, ALPHA-ISOMETHYL IONONE, HYDROXYCITRONELLAL, POGOSTEMON CABLIN OIL, CITRONELLOL, COUMARIN, CEDRUS ATLANTICA 

OIL/EXTRACT, PINENE, ROSE KETONES, BENZYL BENZOATE, CITRUS AURANTIUM BERGAMIA PEEL OIL, BETA-CARYOPHYLLENE, CITRAL, CITRUS 

LIMON PEEL OIL. 

SENSO OIL LOVE ME 

INGREDIENTS: PARAFFINUM LIQUIDUM, ISOPROPYL MYRISTATE, PARFUM, SILICA DIMETHYL SILYLATE, MICA, CI 77891, RICINUS COMMUNIS 

SEED OIL, GLYCINE SOJA OIL, CARTHAMUS TINCTORIUS SEED OIL, LINOLEIC ACID, CI 75470, TOCOPHERYL ACETATE, RETINYL PALMITATE, 

PEG-8, TOCOPHEROL, ASCORBYL PALMITATE, ASCORBIC ACID, CITRIC ACID, TIN OXIDE, LINALOOL, TETRAMETHYL 

ACETYLOCTAHYDRONAPHTHALENES, LINALYL ACETATE, BENZYL SALICYLATE, HEXAMETHYLINDANOPYRAN, LIMONENE, HEXYL CINNAMAL, 

CITRUS AURANTIUM PEEL OIL, GERANYL ACETATE, POGOSTEMON CABLIN OIL, CITRONELLOL, GERANIOL, HYDROXYCITRONELLAL, 

TRIMETHYLBENZENEPROPANOL, VANILLIN, COUMARIN, PINENE, ROSE KETONES, BETA-CARYOPHYLLENE, TERPINEOL, CITRAL, TERPINOLENE, 

BENZYL ALCOHOL. 
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